























09 Sale Lambs - offspring of ewe flock
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Yocom-McColl T

Wool Core Test Report

ing Laboratories, Inc.
540 West Elk Place ¢ Denver, Colovado S0216-1823 USA
PHONE (303) 294-0582 e FAX (383) 295-6944

EMAIL: ymccoldymccoll.com

Roswell Wool 04/26/08
212 E. 4th Street
Roswell NM 88201 U.S.A. Test No: 612055
Description and Weight Data

Shipper’s Lot No.: ) 8133

Buyer's Lot No.: 200X

Sale No.: XXXXX

Description: 1839 Gnadt Bros. CL A Ewe

No. of Bales or Bags Weighed: 15

No. of Bales or Bags Cored: 15

Gross Weight of Wool: 5,584 Ibs 2.533 kos

Net Weight of Wool: 5,5391bs 2,512 kgs

Tare: 451bs 20 kgs

Sampled by: Client On: 04/22/08

Laboratory Yield Data
Wool Base: 4938 %
Vegetable Matter Base: 12 %
Schlumberger Estimated Commercial Top and Noil Yield: 564 %
Total Clean Wt: 3,1241bs 1.417kgs
Laboratory Micron Data

Mean Fiber Diameter: 20.4 microns

Standard Deviation: 4.4 microns

Coefficient of Variation: 216 %

Fibers Greater Than 30 microns: 18 %

By:

%%2‘2’%

These Tests Performed According to ASTM D584, IWTO Method 19 and IWTO Method 12




Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place e Denver, Colorado 80216-1823 USA
PHONE (303) 294-0582 e FAX (303) 295-6944
EMAIL: ymccoll@ymeccoll.com

Wool Core Test Report

Rosweli Wool 04/26/08
212 E. 4th Street
Roswell NM 88201 U.SA. Test No: 612058
Description and Weight Data

Shipper's Lot No.: 8135

Buyer's Lot No.: XXXXX

Sale No.: X000K

Description: 1839 Gnadt Bros CL A2 Ewe

No. of Bales or Bags Weighed: 8

No. of Bales or Bags Cored: 8

Gross Weight of Wool: 3,2051bs 1,454 kgs

Net Weight of Wool: 3,1811lbs 1,443 kgs

Tare: 24 |bs 11 kgs

Sampled by: Client On: 04/22/08

Laboratory Yield Data
Wool Base: 49.10 %
Vegetable Matter Base: 12 %
Schiumberger Estimated Commercial Top and Noil Yield: 56.1 %
Total Clean Wt 1,7851bs 809kgs
Laboratory Micron Data

Mean Fiber Diameter: 19.9 microns

Standard Deviation: 4.3 microns

Coefficient of Variation: 211 %

Fibers Greater Than 30 microns: 22 %

These Tests Performed According to ASTM D584, IWTO Method 19 and IWTO Method 12




Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place ¢ Denver, Colorado 80216-1823 USA
PHONE (303) 294-0582 ¢ FAX (303) 295-6944
EMAIL: ymccoli@ymeccoll.com

Sirolan Laserscan
Micron Test Report
Roswell Wool 04/25/08
212 E. 4th Street .
Roswell NM 88201 U.SA. Test No: 612065
Description and Weight Data
Shipper's Lot Number: 8136
Buyer's Lot Number:—————~ ~— - - e
Sale No: XO0(XX
Description: 1839 Gnadt Bros C1 A Yri
Number of Bales or Bags Weighed: 4
Net Weight of Wool: 1,596 lbs 724 kgs
Sampled by: Client On: 04/22/08
Laboratory Data
Mean Fiber Diameter: 18.8 microns
Standard Deviation: 4.6 microns
Coefficient of Variation: 245 %
Fibers Greater Than 30 microns: 1.3%
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This Test Performed According to 1. W.T.O Method 12




Wool Core Test Report

Roswell Wool

212 E. 4th Street
Roswell NM 88201 U.S.A.

Yocom-McColl Testing Laboratories, Inc.
540 West Elk Place ® Denver, Colorado 80216-1823 USA
PHONE (303) 294-0582 ¢ FAX (303) 295-6944
EMAIL: ymccoll@ymccoll.com

Test No: 614884

Description and Welght Data -
Shipper's Lot No.: 9075
Buyer's Lot No.: XXX
Sale No.: X000
Description: 1839 Gnadt Brothers CL A Ewe
No. of Bales or Bags Weighed: 21
No. of Bales or Bags Cored: 21
Gross Weight of Wool: 8,580 Ibs 3,892 kgs
Net Weight of Wool: 8,517 Ibs 3,863 kgs
Tare: 63 lbs 29 kgs
Sampled by: Client On: 04/16/09
Laboratory Yield Data
Wool Base: 4735 %
Vegetable Matter Base: 12 %
Schlumberger Estimated Commercial Top and Noil Yield: 539 %
Total Clean Wt: 4,5911bs 2.082kgs

Laboratory Micron Data
Mean Fiber Diameter:
Standard Deviation:
Coefficient of Variation:
Fibers Greater Than 30 microns:

20.3 microns
4.9 microns
241 %
24 %

o Gl T 55

These Tests Performed According to ASTM D584, IWTO Method 19 and IWTO Method 12




Yocom-McColl Testing Laboratories, Inc.

540 West Elk Place ¢ Denver, Colorado 80216-1823 USA
PHONE (303) 294-0582 e FAX (303) 295-6944
EMAIL: ymccoll@ymccoll.com

Sirolan Laserscan
Micron Test Report
Roswell Wool 04/22/09
212 E. 4th Street
Roswell NM 88201 US.A. Test No: 614895
Description and Weight Data
Shipper's Lot Number: 9077
Buyer's Lot Number: XXX
Sale No: X00(X
Description: 1839 Gnadt Bros CL A2 Ewe
Number of Bales or Bags Weighed: 2
Net Weight of Wool: 753 Ibs 342 kgs
Sampled by: Client On: 04/16/09
Laboratory Data
Mean Fiber Diameter: 19.8 microns
Standard Deviation: 5.0 microns
Coefficient of Variation: 255 %
Fibers Greater Than 30 microns: 3.1 %
! 11.00
P
e
r
c 8.25|
e
n
t
o]
f
[ MO —— —
o)
b
S
e
r
v
O I 1 | | 11 L
1
i
[¢]
n
s
0.00 y -
3691215182124273)33539424548515457&63&6072757831
Fiber Diameter - microns

This Test Performed According to LLW.T.O Method 12






